SOlL TEST RESULTS DESCRIPTION: PROJECT NO.: 6. 4690027 SHEET NO.
TP NO.: R-0513C 105
SAMPLE | oerse]  sTATION DEPTH AASHTO TR % BY WEIGHT 7. PASSING SIEVES 7 % us 74TER?'_‘@9\§>R]OO3 COUNTY: ROBESON
NO. INTERVAL CLASS. e e C. SAND | F. SAND SILT CLAY 10 40 200 MOISTURE | ORGANIC ROADWAY DESIGN HYDRAULICS
5 45 | 0.01 5+31.4 | 0.80-1.25 Aeldr | 36 | 23 7.2 4.5 7 T 3.3 55,5155 71" 35.2 = S PREPARED BY: ENGINEER ENGINEER
SS 50 0.0 5+31.4 7. 50-1. 95 A3 O) | 21 NP 79. 4 70. 9 2.7 7.0 700.0 | 95.3] 10.3 22 NS
SS 51 0. 0 5+31.4 4. 10-4. 55 A-4(0) | 26 NB 4.8 14, 3 64.8] 16. 1 100.0 | 95.11 81.9 32 NS —— =
SS 52 0.0 5+31. 4 8. 60-9. 05 A-1-b(O) | 23 NP 3.8 4,6 0.8 0.8 99.7 | 21.1 1.8 15 NS CALLln PRELIMINA RY PLANS
SS 53 0.0 5+31.4_116.30-16. 75 A-6(3) | 40 26 54. 8 10. 5 4.3 30. 4 98.6 | 70.4 1 35.6 19 NS ENCRNEERS —atcianTs P
SS 54 0.0 5+31.4_115.30-19.75] A-1-b(0) | 30 NP 88, 1 5.5 0.0 6.0 S7. 4 | 24.9 6 5 25 NS WLVINGTON ;(';RTH CARGLINA CONSTAEY INCOMPLHTE PLANS
SS 55 0.0 5+31.4__|20.80-21.25] A-7-6(25)]_48 30 2.2 18.6 30.2 1 49.0 90.7 log.4a] 83.3 20 NS ! ' iitietdtetelntote
DATE: 0600 | OREY.
TS e
E 975 WALNUT STREET
CARY, NC 27511
PH (912 319-8850
STA 5400948 RP B =
STA 31+97.059 Y3~ RT(2) 36 RT
END GR.EL = 49796
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